Pellicon® 2 Filter

Quality Assurance Lot

Cotalogus Number: P2B100C25
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Membrare Type: FBHK
Membrane Area: 2.5 m’

Good Manufacturing Practices
This product was monufactured in a Millipore fecility
which adheres to Good Manufscturing Practices.

150° 9001 Quality Standard

This product was manufactured in a Millipore focility
whose Guality Managemert System is approved by an
accredited registering body 1o the cppropriate

(SO 20071 Gualily Systerns Standarc.

vioterials

Membrane: Poyethersulfons

Scresns: Polyaropylene

Adiesivas: Urethane

Toxicy: All pors in fluid paths were tasted ond mee’
the criteria of the USP Class Vi Biclogical Tasts for
Plastics.

100% Integrity Tested in Manufacturing

Each unit must pass the Mill pore Integrity Test based on

air flow through the fully-wetted memb-anes of the fifter.

Millisore, Durapore and Pellicon are registe-ed tradema

- 15C is a registered rademark of the Intemational Standd
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Release Criteria

Every unit is tested by Manufacturing and released

by Quality Assurance o the following specifications:

Integrity

Each unit exhibited air flow through fully-welled
membrares less -hon or equal to 90 cc/min at
10 psig (0.7 bur) inlet pressure.

Pressure Drop

{For 2.5m7 Maxi's, note that test is done on 0.5m?
elements.}

Samples met o maximuim prassure croc of 5-14 psi
{0.3-0.9 bar} ot 0.8 g=m {3.0 L/min) average cross

flow of clean water.

ks of Millicore Corparalion.
rds Organization.

Quality Assurance
Audit Criteria

This procuct was desigred and manufaciured to
meet the followirg scedifications.

Performance is confirmed by fesling on an audit
basis.

USP Oxidizable Substances

Effluent was negative ofter an RO woter Hush.

Gravimetric Extractables
The extractables lavel wos equal to or less than
1500emg/m? atter an RO water Hlush
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